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SECTION 08 4413 - GLAZED ALUMINUM CURTAIN WALLS 

PART 1 - GENERAL 

1.1 RELATED DOCUMENTS 

A. Drawings and general provisions of the Contract, including General and Supplementary 
Conditions and Division 01 Specification Sections, apply to this Section. 

1.2 SUMMARY 

A. Section includes glazed aluminum curtain walls. 

1.3 ACTION SUBMITTALS 

A. Product Data: For each type of product. 

1. Include construction details, material descriptions, dimensions of individual components 
and profiles, and finishes. 

B. LEED Submittals: 

1. Product Data for Credit IEQ 4.1: For glazing sealants used inside the weatherproofing 
system, documentation including printed statement of VOC content. 

C. Shop Drawings: For glazed aluminum curtain walls. Include plans, elevations, sections, full-size 
details, and attachments to other work. 

1. Include details of provisions for assembly expansion and contraction and for draining 
moisture occurring within the assembly to the exterior. 

2. Include full-size isometric details of each vertical-to-horizontal intersection of glazed 
aluminum curtain walls, showing the following: 

a. 
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F. Fabrication Sample: Of each vertical-to-horizontal intersection of assemblies, made from 12-
inch (300-mm) lengths of full-size components and showing details of the following: 

1. Joinery, including concealed welds. 
2. Anchorage. 
3. Expansion provisions. 
4. Glazing. 
5. Flashing and drainage. 

G. Delegated-Design Submittal: For glazed aluminum curtain walls indicated to comply with 
performance requirements and design criteria, including analysis data signed and sealed by the 
qualified professional engineer responsible for their preparation. 

1.4 INFORMATIONAL SUBMITTALS 

A. Preconstruction Laboratory Mockup Testing Submittals: 

1. Testing Program: Developed specifically for Project. 
2. Test Reports: Prepared by a qualified preconstruction testing agency for each mockup 

test. 
3. Record Drawings: As-built drawings of preconstruction laboratory mockups showing 

changes made during preconstruction laboratory mockup testing. 

B. Qualification Data: For Installer and laboratory mockup testing agency and field testing agency. 

C. Energy Performance Certificates: For glazed aluminum curtain walls, accessories, and 
components from manufacturer. 

1. Basis for Certification: NFRC-certified energy performance values for each glazed 
aluminum curtain wall. 

D. Product Test Reports: For glazed aluminum curtain walls, for tests performed by manufacturer 
and witnessed by a qualified testing agency. 

E. Quality-Control Program: Developed specifically for Project, including fabrication and 
installation, according to recommendations in ASTM C 1401. Include periodic quality-control 
reports. 

F. Source quality-control reports. 

G. Field quality-control reports. 

H. Sample Warranties: For special warranties. 

1.5 CLOSEOUT SUBMITTALS 

A. Maintenance Data: For glazed aluminum curtain walls to include in maintenance manuals. 

B. Maintenance Data for Structural Sealant: For structural-sealant-glazed curtain walls to include in 
maintenance manuals. Include ASTM C 1401 recommendations for post-installation-phase 
quality-control program. 
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2.4 ENTRANCES 

A. Entrances: Comply with Section 084113 "Aluminum-Framed Entrances and Storefronts." 

2.5 GLAZING 

A. Glazing: Comply with Section 088000 "Glazing." 

B. Glazing Gaskets:  Manufacturer's standard sealed-corner pressure-glazing system of black, 
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2.7 FABRICATION 

A. Form or extrude aluminum shapes before finishing. 

B. Weld in concealed locations to greatest extent possible to minimize distortion or discoloration of 
finish. Remove weld spatter and welding oxides from exposed surfaces by descaling or 
grinding. 

C. Fabricate components that, when assembled, have the following characteristics: 

1. Profiles that are sharp, straight, and free of defects or deformations. 
2. Accurately fitted joints with ends coped or mitered. 
3. Physical and thermal isolation of glazing from framing members. 
4. Accommodations for thermal and mechanical movements of glazing and framing to 
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topcoat. Prepare, pretreat, and apply coating to exposed metal surfaces to comply with coating 
and resin manufacturers' written instructions. 

1. Color and Gloss:  <Insert color and gloss>. 

2.9 SOURCE QUALITY CONTROL 

A. Structural Sealant: Perform quality-control procedures complying with ASTM C 1401 
recommendations including, but not limited to, assembly material qualification procedures, 
sealant testing, and assembly fabrication reviews and checks. 

PART 3 - EXECUTION 

3.1 EXAMINATION 

A. Examine areas, with Installer present, for compliance with requirements for installation 
tolerances and other conditions affecting performance of the Work. 

B. Proceed with installation only after unsatisfactory conditions have been corrected. 

3.2 PREPARATION 

A. Prepare surfaces that will contact structural sealant according to sealant manufacturer's written 
instructions to ensure compatibility and adhesion. Preparation includes, but is not limited to, 
cleaning and priming surfaces. 

3.3 INSTALLATION 

A. General: 

1. Comply with manufacturer's written instructions. 
2. Do not install damaged components. 
3. 
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	PART 2 -  PRODUCTS
	2.1 PERFORMANCE REQUIREMENTS
	2.2 MANUFACTURERS
	A. Manufacturers: Subject to compliance with requirements, provide products by one of the following:
	1. EFCO Corporation.
	2. Kawneer North America; an Alcoa company.
	3. Pittco Architectural Metals, Inc.
	4. Tubelite Inc.

	B. Source Limitations: Obtain all components of curtain wall system, including framing spandrel panels entrances sun control and accessories, from single manufacturer.

	2.3 FRAMING
	A. Framing Members: Manufacturer's extruded- or formed-aluminum framing members of thickness required and reinforced as required to support imposed loads.
	1. Construction: [Thermally broken] [Thermally improved].
	2. Glazing System:  Retained mechanically with gaskets on four sides.
	3. Glazing Plane:  <Insert location>.
	4. Finish: [Clear anodic finish] [Color anodic finish] [High-performance organic finish].
	5. Fabrication Method:  Either factory- or field-fabricated system.

	B. Pressure Caps: Manufacturer's standard aluminum components that mechanically retain glazing.
	1. Include snap-on aluminum trim that conceals fasteners.

	C. Brackets and Reinforcements: Manufacturer's standard high-strength aluminum with nonstaining, nonferrous shims for aligning system components.
	D. Materials:
	1. Aluminum: Alloy and temper recommended by manufacturer for type of use and finish indicated.
	a. Sheet and Plate: ASTM B 209 (ASTM B 209M).
	b. Extruded Bars, Rods, Profiles, and Tubes: ASTM B 221 (ASTM B 221M).
	c. Extruded Structural Pipe and Tubes: ASTM B 429/B 429M.
	d. Structural Profiles: ASTM B 308/B 308M.

	2. Steel Reinforcement: Manufacturer's standard zinc-rich, corrosion-resistant primer complying with SSPC-PS Guide No. 12.00; applied immediately after surface preparation and pretreatment. Select surface preparation methods according to recommendatio...
	a. Structural Shapes, Plates, and Bars: ASTM A 36/A 36M.
	b. Cold-Rolled Sheet and Strip: ASTM A 1008/A 1008M.
	c. Hot-Rolled Sheet and Strip: ASTM A 1011/A 1011M.



	2.4 ENTRANCES
	A. Entrances: Comply with Section 084113 "Aluminum-Framed Entrances and Storefronts."

	2.5 GLAZING
	A. Glazing: Comply with Section 088000 "Glazing."
	B. Glazing Gaskets:  Manufacturer's standard sealed-corner pressure-glazing system of black, resilient elastomeric glazing gaskets, setting blocks, and shims or spacers.
	C. Glazing Sealants:  As recommended by manufacturer.
	D. Sealants used inside the weatherproofing system shall have a VOC content of 250 g/L or less.
	E. Structural Glazing Sealants: ASTM C 1184, chemically curing silicone formulation that is compatible with system components with which it comes in contact, specifically formulated and tested for use as structural sealant and approved by structural-s...
	1. Color:  <Insert color>.

	F. Weatherseal Sealants: ASTM C 920 for Type S; Grade NS; Class 25; Uses NT, G, A, and O; chemically curing silicone formulation that is compatible with structural sealant and other system components with which it comes in contact; recommended by stru...
	1. Color: Match structural sealant.


	2.6 ACCESSORIES
	A. Fasteners and Accessories: Manufacturer's standard corrosion-resistant, nonstaining, nonbleeding fasteners and accessories compatible with adjacent materials.

	2.7 FABRICATION
	A. Form or extrude aluminum shapes before finishing.

	2.8 ALUMINUM FINISHES
	A. Clear Anodic Finish: AAMA 611, AA-M12C22A41, Class I, 0.018 mm or thicker.

	2.9 SOURCE QUALITY CONTROL
	A. Structural Sealant: Perform quality-control procedures complying with ASTM C 1401 recommendations including, but not limited to, assembly material qualification procedures, sealant testing, and assembly fabrication reviews and checks.
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	3.1 EXAMINATION
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	A. Prepare surfaces that will contact structural sealant according to sealant manufacturer's written instructions to ensure compatibility and adhesion. Preparation includes, but is not limited to, cleaning and priming surfaces.

	3.3 INSTALLATION
	A. General:
	1. Comply with manufacturer's written instructions.
	2. Do not install damaged components.
	3. Fit joints to produce hairline joints free of burrs and distortion.
	4. Rigidly secure nonmovement joints.
	5. Install anchors with separators and isolators to prevent metal corrosion and electrolytic deterioration and to prevent impeding movement of moving joints.
	6. Where welding is required, weld components in concealed locations to minimize distortion or discoloration of finish. Protect glazing surfaces from welding.
	7. Seal joints watertight unless otherwise indicated.

	B. Metal Protection:
	1. Where aluminum is in contact with dissimilar metals, protect against galvanic action by painting contact surfaces with primer, applying sealant or tape, or installing nonconductive spacers as recommended by manufacturer for this purpose.
	2. Where aluminum is in contact concrete or masonry, protect against corrosion by painting contact surfaces with bituminous paint.

	C. Install components to drain water passing joints, condensation occurring within framing members, and moisture migrating within glazed aluminum curtain wall to exterior.
	D. Install components plumb and true in alignment with established lines and grades.
	E. Install glazing as specified in Section 088000 "Glazing."
	1. Prepare surfaces that will contact structural sealant according to sealant manufacturer's written instructions to ensure compatibility and adhesion. Preparation includes, but is not limited to, cleaning and priming surfaces.

	F. Install weatherseal sealant according to Section 079200 "Joint Sealants" and according to sealant manufacturer's written instructions to produce weatherproof joints. Install joint filler behind sealant as recommended by sealant manufacturer.

	3.4 ERECTION TOLERANCES
	A. Erection Tolerances: Install glazed aluminum curtain walls to comply with the following maximum tolerances:
	1. Plumb: 1/8 inch in 10 feet (3.2 mm in 3 m); 1/4 inch in 40 feet (6.35 mm in 12.2 m).


	3.5 FIELD QUALITY CONTROL
	A. Testing Agency:  Owner will engage a qualified testing agency to perform tests and inspections.



